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No [Ox]  

VINIFICATION CLARIFICATION 

Composition: ............................................................................. activated bentonite, chitosan 

Aspect: ....................................................................................................................... powder 

Color: ............................................................................................................................ beige 

 

Bentonite content: ....................................................................................................... > 70 % 

Chitosan content: ........................................................................................................ > 20 % 

Dry matter (105°C): ..................................................................................................... > 90 % 

pH (1 % demineralized water): ........................................................................................ 8 - 9 

Iron:....................................................................................................................... < 500 ppm 

Lead: ......................................................................................................................... < 5 ppm 

Arsenic: ..................................................................................................................... < 2 ppm 

Mercury: .................................................................................................................... < 1 ppm 

Cadmium: ................................................................................................................. < 1 ppm 

 


